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The Boeing Company Technical Leader, Mr. W. D, Bixler, and the NASA
Lewis Research Center Project Manager, Mr, James R. Faddoul.
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I INTRODUCTION AND SUMMARY

The potential of glass fiber reinforced (GFR) metal tanks for space
vehicle application has been and continues to be demonstrated by a series of
NASA-LeRC technology development programs conducted during the past ten
years. The objectives of the current program, Contract NAS 3-14380, are to
(1) evaluate designs of GFR metal tanks of three liner materials, (2) determine
experimentally the critical and subcritical flaw growth of these metallic
materials using uniaxial specimens, and (3) determine experimentally the
applicability of the uniaxial specimen data by testing GFR metal tanks with
flaws, to develop a design method for guaranteeing the cyclic life of over-
wrapped tanks based on the initial sizing cycle. The program is being
conducted as a joint effort by the Research and Engineering Division of The
Boeing Company and Structural Composites Industries, Inc. (SCI).

This handbook, summarizing the design evaluation phase, was
prepared as a design guide for pressure vessel engineers concerncd with a
specific GFR metal tank design or a general tank trade-off study. Design
philosophy and general equations and curves are provided for the safelife
¢rsign of GFR metal tanks operating under anticipated Space Shuttle service
conditions, The design guide covers spheres, oblate spheroids, and
cylinders constructed of GFR Inconel X-750, 2219-T62 aluminum, and
cryoformed 301 stainless steel. Efficiencies of designs for each configuration
are compared at ambient and cryogenic temperatures for an operating
pressure range of 690 to 2760 N/cm? (1000 to 4000 psi).



11, BACKGROUND

A, SPACE SHUTTLE TANKAGE

The Space Shuttle mission consists of delivery and retrieval
of a variety of payloads to and from earth orbit on a regular and frequent
schedule., It's primary objective is to lower present cost of a payload
pound delivered to orbit by a factor of 100. This requires development
of a manned vehicle, with cost~effective launch system which can be
launched to carth orbit, perform specific logistics, and rc-enter to a
landing site adjacent to the pad. The Shuttle configuraticn has evolved
to an orbiter vehicle, with disposal liquid oxygen/liquid hydrogen tank
and solid rocket booster. As noted in Reference 1, the reusable orbiter
vehicle must be refurbished to flight status following cach mission, with
a 100-mission life required, and a 500-mission life as a design objective.

The Space Shuttle Orbiter will have reusable, cyclically
loaded, tanks to contain gases and liquids. Tanki.ge comprises a significant
portion of the structural weight, and because the orbiter is extremely
weight critical, many of the vessels are candidate for high-strength, light
weight, composite metal/filament overwrap construction.

B. GFR METAL TANK DESIGN PHILOSOPIiY

The primary design objectives of a glass filament composite
shell with an inner load carrying metal shell is to obtain maximum
operating performance at minimum weight and to provide a comparable or
improved safelife design over basic metal tank construction. Thick liners
that sharc loads with the filament-wound shell offer an excellent approach
to workable, low weight, fluid storage vessels. The functions and inter-
actions of the parameters of filament reinforced metal shell vessels have
been evaluated in detail by NASA and by SCI in past programs to establish
optimum stress/strain relationships between the metal and fiber shells
from strength, load, and strain compatibility viewpoints,

Analytical work and test evaluations have established many
of the methods necded for analysis and rating of designs, and have
indicated the technical problems which will be encountered with filament
reinforced spheres, spheroids, and cylinders. They are related to the
following factors:



(1) Load and strain capability of the two types of material.
(2) Constrictive wrap buckling strength of the metal shell.

(3) Prestress (filament tensioning) set up between the two
materials during fabrication and proof testing (sizing).

(4) Effects of prestress into the plastic region of the metal
shell.
(5) Thermal contraction characteristics of the various

construction materials.

(6) Effects of cyclic and sustained loading on fatigue life
and residual strength.

For a specific tank configuration and metal and filament shell
materials, particular attention must be paid to relative shell thicknesses
and winding tension prestress (during fabrication, or pressure-sizing past
the metal shell yield point after fabrication) to obtain the following most
significant conditions:

Condition (1): Suitable stress/strain relationships betwecen
the filament and metal shells to permit achievement of specified (optimum
design) allowable operating/burst stresses in the filament and metal shells,
simultaneously, at the operating/burst pressures and temperatures.

Condition (2): Suitable stress/strain relationships between
the shells to permit attainment of a high fraction of the filament ultimate
strength

- Prior to exceeding the metal shell biaxial ductility
capability

- As the metal shells approaches its maximum strength
capability

Condition (3): Preclude metal shell buckling due to constrict-
ive wrap stresses.




A schematic stress/strain diagram for a GFR metal tank is
presented in Figure 1, and is applicable to GFR spheres and spheroids, as
well as hoop wrapped and completely wrapped closed-end cylinders. With
reference to that figure, a 'load-bearing metal shell” is defined as one
capable of resisting buckling at the compressive stress level (E) shown
there (produced by external pressure from the overwrapped shell), when
no bond exists between the two shells. The two shells are designed to
minimize the hysteresis loop of the liner in the operation-pressure-cycle
stress range (E) to (J) to (E) [ i.e., (E) to (J) is an elastic stress/strain
curve

Significantly different stress/strain conditions are imposed
on GFR metal tanks during application of the internal pressures associated
with tank fabrication, proof testing, burst testing, and operation. Figurc 1
depicts these states for both shells during fabrication, after mandrel
removal, and at the proof-pressure prestress, zero pressure, operating
pressure, and burst pressure. It provides a basis for the ensuing
discussion, which repeatedly refers to points depicted there.

The metal shell may be held in a stress-free (strain-free)
state of a rigid mandrel while being overwrapped with tensioned filaments
[ point (M)Jg. Upon mandrel removal, however, it will spring back into a
compressive state, due to the overwrap pressure [point (O)] . The
magnitude of compression at zero-interral -pressure equilibrium depends on
the relative thicknesses and moduli of the overwrapped filaments and
liners, as well as the biaxdal stress-strain characteristics of the liner
and the filament-winding tension used during filament-wound composite
fabrication.,

When the first pressure load (pg) is applied, the GFR metal
tank is strained to the point (A), which is fixed by material properties
and thickness and by the load. For factors of safety associated with the
tankage and with the glass-filament and metallic materials now available ,
point (A) can be beyond the metal-shell yield point and plastic deformation
may occur. In general, it can be said that the biaxial tensile strain produced

in the liner by the initial ""sizing'' pressure may exceed 1% and may be greater
than 2%.

When the initial load is removed after plastic deformation,
the liner will spring back along the offset, biaxial, elastic, strain-stress
curve (A) - (E) and will be pushed into compression by external pressure
from the overwrapped filaments until load equilibrium is reached at

4=



point (E) [strain (G)] . The GFR metal tanks are designed so that point (E)
does not exceed (a) the critical buckling-stress level of the liner in the
absence of a bond between the two shells, or (b) a fixed fraction of the
compressive elastic limit of the liner,

The operating-pressure level (p,) will always be less than pg.
During the application of cyclic operating-pressure loads, therefore, the
metal-liner strain range is betwesn points (G) and (K).

C. COMPUTER PROGRAM FOR VESSEL DESIGN AND ANALYSIS

SCI developed the Reference 2 computer program, based on
the preceeding discussion, for use in designing and analyzing complete
GFR metal tanks wound with either geodesic or in-plane patterns along
the cylinder and over the end domes and complemented by circumferential
windings in the cylinder. The program trcats the filament shell by means
of a netting analysis, which assumes (1) constant stresses along the filament
path, and (2) that the resin makes a negligible structural contribution. The
filament shell and the constant-thickness metal liner are combined by
edquating strains in the longitudinal and hoop directions and by adjusting
the radii of curvature to match the combined material strengths at the
design pressure; both the elastic and plastic portions of the metal-liner
stress-strain relationship are considered in this analysis,

The program establishes optimum head contours and defines
component thicknesses and other dimensional coordinates, as well as the
shell stresses and strains at zero pressure and the design pressures,
the filament path lengths, and the weights and volumes of the components
and complete vessels. Sufficient program flexibility is available to permit
analysis of cylinders overwrapped in the circumferential direction only.

The computer program also determines stresses and strains
in both shells throughout the service=-cycling history from a series of input
pressures, composite temperatures, and metal-liner temperatures. This
feature permits analyses of pressure and temperature cycles imposed on
the vessel during fabrication and environmental testing, taking into account
previous strains and loads. The computer program was used to conduct the
parametric study of GFR~-metal tanks reported in Reference 3, for design
and analysis of GFR Inconel X-750 tanks described in Reference 4, and to
develop the information contained in this design guide.



D. FRACTURE MECHANICS CONSIDERATIONS

In order to assure adequate service pcrformance of most aero-
space structures and in particular metal tankage, it is necessary to apply
the principles of fracture mechanics to establishing design and operation
requirements for such pressure vessels. This requires knowledge of
fracture toughness and subcritical flaw growth behavior of candidate
materials. The guidelines to the design of metal pressure vessels based
on fracture mechanics considerations are fully discussed in Reference 5.
Briefly, the proof test is a means of establishing the maximum possible
initial flaw that can exist in the structure. This knowledge plus the sustaincd
load and cyclic load flaw growth characteristics of the material/environment
combination can then be used to establish safe ratios of proof to operating
stress level.

Fracture mechanics methods have not yet been established for
light weight, high strength composite metal/filament overwrapped tankage,
but must be if the weight saving advantages of this construction concept
are to be successfully applied to aerospace programs. GFR metal tanks
apparently offer unique advantages over the metal tank from a fracture
mechanics viewpoint. During the sizing operation performedona GFR
metal tank the sizing stress exceeds the yield strength of the metal liner,
thereby effectively screcning a smaller flaw than possible in a comparable
metal tank. The plastic deformation that takes place during the sizing
operation may blunt the flaws and improve the subcritical flaw growth
characteristics of the metal liner. Secondly, the metal liners of GFR metal
tanks are about one-half to one-third the thickness of comparable all-metal
tanks and, therefore, arc more prone to a leakage fajlure mode. Tests of
GFR metal tanks conducted to date, have shown that, during failure,
the liner material can be contained by the overwrap resulting in a non-
shatterable design. Damage containment in case of a malfunction or
failure is a very desirable feature for Space Shuttle type applications. The
filament overwrap, due to its restraining effect, might also offer some
advantage in reducing crack growth.

Since no theoretical methods have been developed to handle
flaws subjected to general plastic deformation, it is necessary to
empirically evaluate data to better understand the mechanics of failure and
subcritical flaw growth for these flaws. The required emp’ rical data is



currently being established by Boeing/SCI under the second and third
phases of this contract, NAS 3-14380. The end result of this program is
to establish a fracture control method which would guarantee safe sexrvice
life for GFR metal tanks.



II1. SPECIFIC DESIGN CRITERIA

A complete discussion of the effects of each design variable as sociated
with GFR metal tanks is contained in Reference 3. Specific design variables
cstablished for this study and the ranges in values of interest to NASA are
summarized in the paragraphs that follow:

A, GEOMETRIC PARAMETERS

The selected vessel configurations include (1) spheres,
(2) oblate spheroids, (3) circumferentially wrappcd cylindrical vessels
with hemispherical end closures, and (4) completely overwrapped cylindrical
vesscls with oblate spheroidal end closures. Schematics of each of the four
configurations are presented in Figure 2. The pressure vessel internal
volume range is 0.07 to 3. 4 m> (2.5 to 120 ft3), and the major axis
inside diameter range is 0.15 to 1.8 meters (0.5 to 6.0 feet) for all
configurations, Axial port diameters arc fixed at 20% of the vessel major axis
inside diameter.

B, SHELL MATERIALS

The composite reinforcement selected by NASA for this study
was S-901 continuous glass filaments impregnated with an epoxy resin.
Inconel X-750 (STA), 2219-T62 aluminum, and cryoformed 301 stainless
steel were selected as the constant thickness load bearing liner materials
based on their compatibility with the glass filament-overwrap and the
resultant high GFR metal vessel weight efficiencies. Properties of these
materials and the referenced literature from which they were obtained
are presented in Table 1.

Values for the tensile yield strength and ''plastic' modulus of
the metallic materials are not necessarily the same as the conventional
values. Since the Reference 2 computer program requires a bi-linear
form for the metal shell stress/strain relation, actual stress/strain
curves must be linearized according to the schematic of Figure 3. To
arrive at a value of the plastic modulus (E1) for a given metal, a straight
line is passed through two stress/strain points on the real curve defined
by the filament operating strain and the filament brust strain, The inter-
section of this linear "plastic'' curve with the elastic curve (defined by the
real elastic modulus, EL) fixes the computer value for yield strength
(SYL).
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C. FABRICATION CRITERIA

Filament Winding Patterns: Spheres - an axisymmetric,
multiple angle wrap pattern which produces a constant thickness glass/epoxy
composite shell. Oblate Spheroids - a longitudinal-in-plane pattern.

Closed End Cylindrical Vessels - a circumferential pattern over the
cylindrical section only; and, longitudinal-in-plane pattern complemented
by circumferential pattern along cylindrical section. These patterns are
shown schematically in Figure 2 for each configuration.

Filament Winding Tension: 2.2 Newtons/roving-end (1/2 1bf/
roving=-end) producing a filament prestress of 164 MN/rn2 (23. 8 ksi) which
may be increased to a maximum practical value of 8.9 Newtons/roving-
end (2 1bf/roving-end) when required for optimization.

Winding Support Mandrel: Rigid support for all vessels
cxcept hoop wrapped cylinders; pressure support may be used for hoop
wrapped cylinders if required.

D. SIZING CRITERIA
All vessels are sized (proof tested) prior to operation.
Metal Shell Sizing Stress: Computer derived optimum for

filament reinforced metal; less than or equal to tensile yield strength
for unrcinforced metal portions of vessel.

Sizing Tempcrature: Ambient for GFR Inconel X-750 and
2219~T62 aluminum vessels; 779K (-3209F) for GFR 301 stainless steel
vessels (bare metal is initially cryostretched).

Zero Pressure After Sizing: Compressive stresses in the
metal shall not exceed (1) the compressive allo.vable established for each
type metal shells, or (2) the constrictive wrap buckling allowable stress-

whichever is critical.



E. OPERATING CONDITIONS
Pressure: 690 to 2760 N/cmz (1000 to 4000 psi)

Temperature: Extremes are 344°K (+160°F) to liquid hydrogen
at 20°K (-423°F).

Cyclic Loads: 2400 full zero to operating pressure cycles
[:100 flights x (5 checkout cycles prior to flight + 1 flight cycle) x scatter
factor of 4 = 2400 cycles]

Filament Operating Stress: Shall be <X 1380 MN/m?
(200, 000 psi) at ambient (750F) and < 1720 MN/m? (250, 000 psi) at cryogenic
temperatures (see Table I).

Metal Shell Operating Stress Levels: 75, 85, and 95% of the
metal shell offset yield stress (F‘ty).

F. FAILURE CRITERIA

For completely overwrapped metal vessels, the burst pressure
is defined to be the pressure at which the longitudinal or hoop filament
stress exceeds the ultimate strength of the fiber or the ultimate strain of
the metal. For hoop wrapped cylindrical vessels, the burst pressure is
defined to be the pressure at which (1) the hoop filament stress exceeds the
ultimate fiber strength, or (2) the unreinforced metal shell stress exceeds
the ultimate strength of the metal,

G. OPTIMUM VESSEL

Several methods of rating homogeneous metal pressure
vessels, including use of the strength-to-density ratio and burst pressure,
were reviewed. The study revealed that the most satisfactory method of
judging the efficiency of metal, filament-wound, and GFR metal pressure
vessels is one that incorporates all the basic parameters of the pressure
vessel by means of the performance factor, p, V/W, where p, is tae
operating pressure (and could be the burst pressure, Pb): V is the vessel
internal volume; and W is the pressure vessel weight. The performance
factor dimensionally relates the vessel stored energy capability to the
weight of the vessecl.

This factor has an advantage over other design - rating
methods i1 that complete vessels (heads, cylinders, bosses, attachments,
etc.) may be rated by a single term, and a variety of designs can be
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compared directly, Optimum designs are noted when the performance factor
has a maximum value for a given set of design criteria.

H. BURST STRENGTH

Burst strength design factor of safety for the vessel was not
a study design criterion. Safelife designs were developed from consideration
of operating stresses in the metal and composite shells for the required
service life conditions, to make maximum use of the allowable stresses.
However, burst pressure capabilities of the various design configurations
were determined, and they were usually less than 2,0 for the study range.

-]1l=



v, DESIGN EQUATIONS AND CURVES

A, GENERAL CONSIDERATIONS

Using the design criteria outlined in Section III of this report,
the Reference 2 computer program was used to conduct a parametric study
of the type covered by Reference 3. Briefly, for each configuration
and metal shell material, a sizing pressure and filament sizing stress was
selected. Since it was desired to operate the vessel with the metal close
to a 1:1 biaxial stress field, the sizing pressure and stress were used as
computer input for the '"design' pressure (PD) and stress (SFD), respect-
ively. A series of metal shell thicknesses were then combined with the
fixed parameters, for each specific case, to provide computer output for
selection of a usable design. The prime criteria for usable design selection
was that the metal shell must be at the allowable compressive stress
level at zero pressure after sizing. For a design meeting this criteria,
sizing to zero pressure/stress data were scanned for the design value of
filament operating stress, in ord~r to provide the required values for
operating pressure and metal shell operating stresses. The computerized
series was then repeated for several sizing pressures until sufficient
data was available to establish design trends.

The study techniques and resultant data trends for weight
optimum designs developed in the current study closely approximate the
Reference 3 work; general differences and extensions in the work are
discussed in the paragraphs that follow.

I. Metal Shell Operating To Sizing Stress Ratio Effects

Generally, metal shell stresses at the sizing pressure
exceed the ""elastic' tensile yield strength (Ft ) of the material, this
inelastic condition produces an offset yield strength (F't —) in the metal
shell which is greater than the elastic tensile yield strength of the material.
Unless otherwise stated, metal shell sizing stress { (J S ) and offset
yield strength (F'ty T) at the sizing temperature will be Used interchangeably
in the text. (i.e., F‘ty,T = G’s,T)'

The computer program defined in Reference 2 was used
to establish metal shell sizing stresses by solution of an equation which
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may be represented by the functional relation

q-s - f(st’ G—wf’ Crof) (1)

Design criteria, outlined in Section III, dictate that the filament operating
stress level ( Uof) shall not exceed 1380 MN/m2 (200, 000 psi) at ambient

or 1720 MN/m? (250, 000 psi) at cryogenic temperatures, and it was desired
to overwrap all vessels at a filament prestress ( G-Wf) of 164 MN/m?

(23,800 psi); design values of the metal shell operating to sizing stress

ratio (Kg4) were fixed at 0.75, 0.85, and 0.95 (Kgq is the parameter which
is used to relate fracture mechanics data to composite tank design for a
specific safelife operating requirement). These criteria, substituted into

the functional relation (equation 1), established values of O-s {for each

st) which are bi-directionally constant over the entire vessel contour for
all vessel shapes, except hoop wrapped cylinders. Although a g 1s

invariant over the contour, the metal shell operating stress (0'0) and the
corrcsponding metal stress ratio K , in both directions may vary from the
design value, K s

sd

Hoop wrapped cylinders have the additional design
requirement that stresscs in unreinforced areas of the metal shell may not
cxceed the elastic yield strength (F,c } of the metal. Thus, hoop and
longitudinal stresses in the metal shell at the sizing pressure are not equal;
conversely, a 1l:1 stress state does exist in the entire metal shell at the
operating pressurc (and sizing temperature), The variable sizing strcss
causes K to again vary from the design value, Kgg, similar to the
completely GFR metal vessels.

In summary, the geometric location of the singular
value of K 4 and the bi-directional variation over a given contour is
dependent on the vessel shape, how much of the contour is reinforced,
and the orientation of the reinforcement (hoop and/or longitudinal wraps).
These factors make it necessary to discuss each shape separately, and
this is done in the sections dealing with each metal shell material.

One final effect from sizing requirements concerns
the fact that two distinct winding patterns are necessary for a completely
overwrapped cylindrical vessel: (1) a longitudinal in-plane pattern
complemented by (2) a simple hoop pattern in the cylinder. The computer
program uses the design value for the longitudinal filament wrap stress
{ U\vf e) and adjusts the hoop filament wrap stress ( O' ) to meet
sizing’requirements and the design filament operating strdss level.
Computer output indicates G-wf h ~ 0.2 wa o which is still in the range

of practical winding tensions.’

-13-



2. Constrictive Wrap Buckling Equations

Design criteria dictates that at zero pressure after
sizing the stresses in the metal shell shall not exce-d (1) the compressive
allowable in the cylinder or at any point on the head contour (from the
equator to a normalized radial distance, Z, equal to 40% of the vessel
radius, or {2) the constrictive wrap buckling allowable stress - whichever
is critical. The effect of the buckling criteria on each shape is discussed
in the following paragraphs.

a. Completely GFR Metal Cylindrical Vessels

The coefficient in the equation for the constrictive
wrap buckling allowable strength of completely GFR metal cylindrical
vessel used in the Reference 3 parametric study was 150, 000. Subsequent
data reported in Reference 4 indicated a more conservative value of
106, 000. For this study the conservative value will be used, and the
resultant constrictive wrap buckling allowable stress equation is

3
F = 106,000 E/ (D/t.) (2)
bc 1
Thus, when the compressive stress in the metal shell at zero pressure
after sizing equals the constrictive wrap buckling stress (F_ ), the

. . . . .. bc
design is defined to be ""buckling sensitive''.

b. Hoop Wrapped Cylinders

Sizing criteria dictate the design of hoop wrapped
cylinders, and compressive stresses at zero pressure after sizing are
always less than the compressive yield strength of the material for all
K values. Thus, hoop wrapped cylinders are not critical in compression
until the induced compressive stress (@ ) in the metal shell reaches a
value defined by the critical constrictivecwrap buckling strength (Fbc)’
equation 2.
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c. Spheres

As previously discussed, experimental work
undertaken by NASA and SCI/Aerojet has verified that the constrictive
wrap buckling strength of thin metal cylindrical shells (Fbc) may be
determined from the emperical relation defined by equation 2. Comparison
of this relation with the classical relation for elastic buckling strength

of cylinders (FCl C) subjected to radial pressure

P = _E (> /t)° (3)

cl, ¢

indicates the difference in structural stability of shells subjected to the
two types of "external radial'’ loading.

Because of the lack of data on the constrictive wrap
buckling strength of doubly curved thin metal shells, it is assumed that the
buckling strength ratio for cylinders (F, /F ) may also be applied to
shells of double curvature. Thus, the refatlon i%r the constrictive wrap
buckling strength of a sphere ( bs) may be defined as

Fbs N Fbc (bcl, s / Fcl, c) (4)

where,

2E (D /t,) (5)
Fo, s [3 7 B . o2tz 1

is the classical equation for the elastic buckling strength of thin metal
spheres subjected to hydrostatic pressure. Combining equations 2, 3, 4,
and 5 with the approximation

[(1 -,uz) /3] 1/‘vao.s

yields the following relation for determining the constrictive wrap
buckling strength of spheres

2
F = 106, 000 E/ (D /tl) (6)
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d. Oblate Spheroids
Experimental and theoretical studies summarized
in Reference 6 indicate the elastic buckling strength of thin metal oblate
spheroidal shells is similar to that for a sphere of diameter

D =2(B%/A) (7)

where,

b

B = major semiaxis

A = minor semiaxis

Noting that (2B) is the major diameter of the oblate spheroid and the ratio
(B/A) is approximately 1. 25 for oblates, equation 6 may be rewritten to
give a relation for the constrictive wrap buckling strength of oblate
spheroids (Fbo)

~ 2
Fbo = 68,000 E/ (D /tl) (8)

3. Internal Volume Relations

Preliminary design criteria for pressure vessels generally
include the envelope dimensions of diameter (D) and overall length (L),
or diameter and internal volume (V) requirements. The most common
method used to present these parameters is a series of curves which relate
v /D3 and L/D. In this study the envelope parameter relations are
presented in the form of equations for more complete design versatility.

The volume of sphere is directly related to its diameter
by the classical equation

v -f%D>/6 (9)

Evaluation of a number of computer runs for the three
metal shell materials indicates the volume relation for oblate spheroids is

3
v _=wD/7.30 (10)

The maximum error in equation 10 is < 3%; this occurs when small
diameter, high pressure oblate spheroids operate at high K d values.
s
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The volume relation for hoop wrapped cylinders is also
a function of L/D ratio and may be calculated from the expression

_ TY D3 [3(L/D) - 1] (11)
v = — 1 =
c 12

Completely overwrapped cylindrical vessel volumes are
additionally influenced by the oblate spheroidal end domes which vary
in shape for different metal shells and L/D ratios. Inspection of
computer output indicates the equation

¥ D3 [ 3(L/D) - .855] (12)

Voc - 12

is satisfactory for L/Dz 1.0, The maximum error is approximately

3%.

B. GFR 2219-T62 ALUMINUM VESSELS

1. Sizing/Operating Details

Figure 4 presents vessel sizing to operating pressure
ratio (K ) as a function of K and operating temperature for all GFR 2219
aluminut vessel configuratisons. Values for sizing pressure may be
calculated from the expression

P = Kppo’ T (13)

Metal shell offset yield stresses, induced by the sizing
cycle, at ambient and cryogenic temperatures are shown in Figure 5 as
a function of KS for spherical vessels. The invariant metal shell
operating stresses in the spherical vessel may be calculated, as a function
of operating temperature, from the expression

= K ! 4
qo, T de ty, T (14)

Figure 6 presents metal shell offset yield stresses at
each operating temperature for oblate spheroids and completely GFR
cylinders as a function of KS . Equation 14 may be used to calculate the
maximum stress in the meta(l‘1 shell at the operating condition. At ambient
temperature the maximum operating stress is in the hoop direction located
at the equator of the head for both configurations. Maximum operating
stresses at cryogenic temperatures occur (a) in the hoop direction of the
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cylinder for completely GFR cylindrical vessels, and (b) in the meridional
direction at contour coordinate Z = 0.4 for oblate spheroids. At all other
locations/directions on these two shapes metal shell operating stresses
are less than the maximum values calculated from equation 14.

Figure 7 presents metal shell offset yield stresses for
hoop GFR cylindrical vessels as a function of st and operating temperature.
The yield stress in the longitudinal direction of the cylinder and bidirection-
ally in the hemispherical heads is not altered by the sizing cycle; metal
stresses at unreinforced locations/directions remaindastic during vessel
sizing and operation. In order to maintain this elasticity in the metal
shell, the differential hoop strain from the wrap condition to the operating
condition had to be decreased for K d > 0,838. Thus, in the range 0.838 >
K ,>0.923, filament prestress was increased from 164 MN/m?

(23, 8 ksi) to the maximum value of 666 MN/m?2 (96. 6 kri) and for K q >
0.923, filament operating stress was additionally decreased as required.
The resultant decrease in differential hoop strain caused a corresponding
decrease in the metal cylinder hoop offset yield stress as is noted by the
discontinuity in the curves of Figure 7.

At ambient temperature the invariant operating stress
in the metal shell of the hoop GFR cylindrical vessel may be calculated from
the expression

a =K F (15)

0,A sd ty, A

As noted in the above equation, the offset yield stress (F' } has been
replaced by the yield stress corresponding to unreinforce%y’ areas

(F A). Maximum operating stress in the metal shell at cryogenic
terXperatures occurs in the hoop direction of the cylinder and may be
calculated from equation 14. Cryogenic operating stress levels in the
meridional direction at any point on the metal shell and in the hoop direction at
all points on the hemispherical heads are less than the calculated maximas.

2. Metal Shell Thickness

Figure 8 presents the product (K, ) of sizing pressure
(p ) and metal shell diameter to thickness ratio (D}t ) as a function of
K~ for all vessel configurations. Previously estabhshed values of sizing
prsessure and vessel diameter permit the metal shell thickness to be
calculated from the expression

t, ~ p D/K (16)
18-



All configurations of GFR aluminum vessels are not
sensitive to constrictive wrap buckling in the study operating pressure range.
Buckling sensitive vessel designs will occur when the value of (D/tl) exceeds
(a) 304 for complete GFR cylinders, (b) 5302 for spheres, and (c) 4246 for
oblate spheroids; these D/tl ratios correspond to operating pressures less
than 690 N/cm? (1000 psi).

Sizing criteria dictate the design of hoop GFR aluminum
cylinders, and compressive stresses at zero pressure after sizing are
always less than the allowable compressive strength of the aluminum shell
for all values of st. Thus, the value of (D/tl) which causes buckling
sensitivity (a) is greater in value than that listed for complete GFR aluminum
cylinders, and (b) varies over the range of st. Values are not listed since
these designs fall below the present study range of operating pressures.

3. Longitudinal Composite Thickness

Values of longitudinal filament thickness to metal shell
thickness ratio (K ) for completely GFR aluminum vessels are presented
in Figure 9 as a finct on of K . For spherical vessels the corresponding
uniform composite thickness fs given by the expression

t = t
. ZKel/Pvg (17)

The longitudinal composite thickness at the equator of
the oblate spheroid and in the cylindrical section of the completely GFR
cylindrical vessel is given by the expression

t. = Ketl/(PVgCOSZO( O) (18)
where,

Pvg = volume fraction of glass = 0. 673

tan 0(0 = (Db/D )/ (L/D )

Db/D = boss to chamber diameter ratio = 0.2
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4, Hoop Composite Thickness

Figure 10 presents hoop filament thickne ss to metal shell
thickness ratio (K;) as a function of K g for both types of GFR cylindrical
vessels. For hoop GFR cylindrical vessels a discontinuity occurs in the
curve at a value of K_, = 0.923. The change in slope of the curve at this
point is a direct result of the decrease in filament operating stress
discussed in Section IV-B-1.

Hoop composite thickness for both types of cylindrical
vessels may be calculated from the expre ssion

thc = Khtl /Pvg (19)

independent of the L/D ratio.

5. Vessel Burst Pressure

Analysis of stress/strain output from the computer
indicated the primary mode of failure for completely GFR aluminum vessels
is fracture of the longitudinal filaments. Burst to operating pressure ratios
(K.), based on this failure mode, for completely GFR aluminum vessels
are presented in Figures 11, 12, and 13 for operating temperatures of 297°K
(+75°F), 779K (=320°F), and 20°K (-423°F), respectively.

Figure 14 presents burst to ope rating pressure ratios
for ambient and cryogenic operated hoop GFR cylindrical vessels. Modes
of failure are also defined in the figure for each operating temperature.

The rapid increase in hoop filament thickness for K 4 > 0.923 has no effect

on burst pressure for vessels operating at ambient and 77-K (-3200F) be=
cause the controlling mode of vessel failure is the ultimate strength of the
aluminum shell. Conversely, the large value of aluminum ultimate strength

at 200K (-423°F) permits the increased hoop filament thickness to have an
effect on burst pressure for 0,923 -t K_,4 < 0.955. For 209K (-423°F) operation
of the vessel at Kgg ¥ 0.955, ultimate aluminum strength defines the failure
mode as may be noted in the figure.

The curves may be used to establish vessel burst pressure
for all configurations and operating conditions from the expression

P (20)

b, T - XpPo, T
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6. Vessel Performance and Weight

Performance factors (K =p V/W) for ambient operated
GFR aluminum vessels are presented in Fi\gvure P5 for each configuration as
a function of K a Similar plots for the 77°K (-320°F) and 20°K (-423°F)
operating tempseratures are presented in Figures 16 and 17, respectively.

Bands of performance, are shown for completely ovev-
wrapped and hoop GFR cylindrical vessels, since the performance of thesc
vessels depends on the vessel length to diameter ratio (L/D). Lower
bounds of cylinder performance are based on L/D = 1.0 for completely GFR
cylinders and L/D = 2.0 for hoop GFR cylinders; both lower bound values
were established from practical considerations,

Weights of vessels (excluding bosses, attachments, and
fluids) with specific volume and operating requirements may be established
from the curves by the expression

w V/K (21)

:po,T w

C. GFR INCONEL X-750 VESSELS

I. Sizing/Operating Details

Figure 18 presents vessel sizing to operating pressure
ratios (K ) as a function of K _ and operating temperature for all configur-
ations of GFR Inconel pressure vessels. The required sizing pressure for
each desired operating condition may be determined from the expression

p. =K

. T K P T (13)

Since metal shell sizing stresses for hoop GFR Inconel cylinders are
strongly influenced by buckling sensitivity, the stress relations for hoop
GFR and completely GFR Inconel vessels are discussed under separate
sections in the following paragraphs.

a. Completely GFR Vessels
Metal shell offset yield stresses induced by the
sizing pressure at ambient and cryogenic temperature are shown in

Figure 19 as a function of KS for spherical vessels., The invariant
operating stress in the Inconedl metal shell of the spherical vessel may be
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calculated, as a function of operating temperature, from the expression

= K 1
q-o, T de ty, T (14)

Figure 20 presents metal shell offset yield
stresses at each operating temperature for oblate spheroids and completely
GFR cylinders as a function of K .. Equation 14 may be used to calculate
the maximum stress in the Incongf1 metal shell at the operating condition.
At ambient temperature the maximum operating stress is in the hoop
direction located at the equator of the head for both configurations.
Maximum operating stresses at cryogenic temperatures occur (a) in the
hoop direction of the cylinder for completely GFR cylindrical vessels, and
(b) in the meridional direction at contour coordinate Z = 0.4 for oblate
spheroids. At all other locations/directions on these two shapes metal
shell operating stresses are less than the maximum values calculated from
equation 14.

b. Hoop GFR Cylinders

Yield stresses in the longitudinal direction of the
hoop GFR Inconel cylinder and bidirectionally in the hemispherical heads
are not altered by the sizing cycle; metal shell stresses at unreinforced
locations/directions remain elastic during vessel sizing and operation.
Conversely, the yield stress in the hoop direction of the Inconel metal shell
is increased by the sizing cycle; the magnitude of the hoop directed offset
yield stress is influenced by K _ and by the sensitivity of the specific
de sign to buckling. sd

The curve of Figure 21 defines the boundary between
non-buckling and buckling sensitive designs in terms of critical sizing
pressure (p ), and the K, range of interest. For designs with
p >p (Ss’e%rFigure 21}, iﬁe metal shell offset yield stresses in the hoop
dfrectién of the cylinder at ambient and cryogenic temperatures are defined
by the solid curve in Figure 22. Designs in this sizing pressure range

are not sensitive to buckling, and for all K < 0,935 the filament operating
stress is 1380 I\/IN/m2 {200 ksi) and the filasme_nt prestress is 164 MN/m2
(23.8 ksi); for Ks > 0,935 optimum differential strain requirements forced
filament operating stresses to be decreased and/or filament prestress to
be increased.

For designs in the buckling sensitive sizing pressure

range, p_ < P . an interpolation technique using Figures 21 and 22 must
be used to determine metal shell offset yeild stresses in the hoop direction
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of the cylinder. The procedure is as follows:

(1) Locate the desired point defined by P and
st on Figure 21.

(2) Interpolate between the dashed curves for a value
of ambient filament operating stress level ( G’Of)-

(3) Enter Figure 22 with G'O and K _ and
rcad the corresponding hoop directed offset yield stress in the friconel
shell at the d:sired operating temperature.

Sizing pressures defined in Figure 21 by the solid
curve labeled Aproduce de signs that exhibit metal shell hoop stresses
equal to the yield strength of the Inconel metal, (i.e., the entire metal
shell remains elastic during the sizing cycle). Designs which require
sizing pressures less than those defined in Figure 21 by the curve labeled
4\ have been omitted since they zre impractical for a composite application
on a weight basis,

The invariant operating stress in the metal shell
of the hoop GFR cylindrical vessel may be calculated from the expression

g

= 15
0,A stFty,A (15)

As noted in the above equation, the offset yield
stress (}5"t ) has been replaced by the yield stress corresponding to
unreinforcdd ‘areas (F ). Maximum operating stress in the metal shell
at cr ogenic temperatflr’es occurs in the hoop direction of the cylinder
and may be calculated from equation 14. C ryogenic operating stress levels
in the meridional direction at any point on the metal shell and in the hoop
direction at all points on the hemispherical heads are less than the
cacluated maximas.

2. Metal Shell Thickness

Figure 23 presents the prouct (K ) of sizing pressure
(p ) and Inconel metal shell diameter to thickness ratio (D/tl) as a
function of K . for all vessel configurations not sensitive to constrictive
wrap bucklin,csg criteria. Previously established values of sizing pressure
and vessel diameter permit the metal shell thickness to be calculated
from the expression

t1 = Py D,_/K1 (16)

-23-



Completely overwrapped spheres and oblate spheroids
are not constrictive wrap buckling stress sensitive in the study operating
pressure range; GFR Inconel shells with these shapes are designed so that
compressive stresses at zero pressure after sizing do not exceed the
compression allowables at the operating temperatures. The transition metal
shell diameter to thickness ratio, where constrictive wrap buckling strength
controls the design, is 5516 for spheres and 4418 for oblate spheroidsé' both
of these ratios correspond to operating pressures less than 690 N/cm
(1000 psi).

a. Completely GFR Cylindrical Vessels

Computer output used to establish the curve for
completely overwrapped cylindrical vessels (Figure 23) indicated that for sizing
pressure greather than

=C, +
ps, cr Cl CZst (22)

Inconel shell designs are based on the ambient compressive allowables.

(The c:;effici%nts in equation (22) are: C, = 1209 N/cm? (1754 psi) and

C2 = 74 N/cm® (107 psi). For sizing pessures less than

p = C,-C K_ (23)

d

s, min

the longitudinal filament thickness is zero, thus excluding the weight
optimized completely overwrapped cylindrical vessels from this pressure
range. (The cosfficients in equation (23) are: C, = 1150 N/cm? (1668 psi)
and C . = 90 N/cm” (131 psi). In the sizing pressure range p >p

. . s §,CrL— s,
> ps in the metal shell designs are based on constrictive wré.prbucking
streﬁrgréh; the corresponding transition diameter to thickness ratio is 312.

Based on these results, Figure 24 was prepared to
provide metal shell design information for buckling sensitive completely
GFR cylindrical vessels. The figure presents metal shell diameter to
thickness ratio as a function of sizing pressure and three selected values
of K .. Metal shell thickness is calculated directly from the diameter to
thicKness ratio corre sponding to the required sizing pressure. Inter-
polation between curves may be used to establish metal shell designs for

other values of st within the study range.
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b. Hoop GFR Cylindrical Vessels

Hoop wrapped cylinder designs exhibit metal shell
compressive stresses at zero pressure after sizing which are a function of
K ~and always less than the compressive allowables. The shells become
constrictive wrap buckling sensitive at ratios of D/t_ which depend on the
magnitude of the induced compressive stress. Since the induced compressive
stress is controlled by the sizing cycle, the sizing pressure has been used as
a buckling sensitivity indicator (refer to the discussion of Section IV-C-1-b),

Figure 25 presents metal shell diameter to thickness
ratio as a function of sizing pressure and three selected values of K _ for
the range of designs sensitive to buckling. Metal shell thickness is S
calculated directly from the diameter to thickness ratio corresponding to
the required sizing pressure and value of K .. Interpolation between K
curves is possible, but care should be exercised since the curves are h1gdhly
non-linear in this sizing pressure range. A cutoff, based on the p
discussion of Section IV-C~1-b, has been placed on the curves to shownthc
upper boundary of hoop GFR Inconel D/t ratios considered in this study,

(i.c. (D/t )max G' /p ).

3. Longitudinal Composite Thickness

Values of longitudinal filament thickness to metal shell
thickness ratio (K ) for compressive allowable designs of completely over-
wrapped Inconel vessels are presented in Figure 26 as a function of K od’

The curve for completely GFR Inconel cylindrical vessels
is valid for sizing pressures greater than or equal to P as defined by
equation (22). For sizing pressures in the range p ®1 p >p ., the
longitudinal filament thickness to metal shell thickndss ratio masy 0
calculated from the expression

K =C - 4
e 5 (ps ps,min) (24)
-3 2
where, p is defined by equation (23) and C5 =0.363x10 "em /N
(0.250 x 10"‘}7p51) It is evident that the p . _are the sizing pressures

corresponding to zero longitudinal filament *thickness for each K sd'
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For spherical vessels the corre sponding uniform composite
thickness (tc) is given by the expression

t =2Kt /P (17)
c el wvg

The longitudinal composite thickness (tC) at the equator of the oblate
spheroid and in the cylindrical section of the completely GFR cylindrical
vessel is given by the expression

t =Kt /(P cosZOC ) (18)
c el vg o

P 0.673

Vg
- O.
Db/D 2

1]

tan © (D, /D) / (L/D)
o b

4, Hoop Composite Thickness

Figure 27 presente hoop filament to metal shell thickness
ratios (K ) for compressive allowable designs of both types of GFR cylindrical
vessels as a function of st.

The curve labeled Ais valid for all completely GFR

cylindrical vessels sized at pressures greater than Py oy 25 defined by
equation (22). For sizing pressures less than p , but greater than
P ., the value of K, may be calculated from thé expression
s, min h
K =C +0.283 K . - 0,390
h C6 Py sd ? (25)
where, C. = 7.1 x 10°4 cm2/N (4.9 x 107 %/psi),

6

Inconel cylindrical vessels as a function of K_ .. The curve labeled
applies to all compressive allowable designs %‘% hoop GFR Inconel cylinders.
For designs in the buckling sensitive range, p_<p , values of K. may
. S s,Cr h
be calculated from the expression

Figure 27 also presents values of K for hoop wrapied

K =F K ./ @

h ™ “tyA o sd of (26)
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where the filament operating stress ( ( f) was previously determined in
Section IV-C-1-b, °

Hoop composite thickness (t C) for both types of
cylindrical vessels may be calculated from thé expression

thc ) Khtl/Pvg (19)

independent of L/D ratio.

5. Vessel Burst Pressure

Burst to operating pressure ratios (K, ) for all configur-
ations of GFR Inconel vessels not sensitive to buckling are presented in
Figures 28, 29, and 30 for operating temperatures of 2979K (+75°F),
779K (-320°F), and 20°K (-423°F), respectively. The primary mode of
failure for all completely GFR vessels is fracture of the longitudinal filaments;
the mode of failure for hoop GFR cylindrical vessels is fracture of the
hoop filaments,

Ambient values of K_ for buckling sensitive design of
completely GFR cylindrical vessels are presented in Figure 31 as a
function of sizing pressure and three selected values of K . For constant
K d and decreasing sizing pressure, the decrease in K f£Oom the constant
value associated with non-buckling sensitive designs is not significant.
The deviation is less significant at cryogenic operating temperatures
(- 5%), and values of K. for non-buckling sensitive designs (Figures 29
and 30) may be used for buckling sensitive designs without appreciable
error.

No clear relationship was developed in this study for
presenting values of K. for buckling sensitive designs of hoop GFR Inconel
cylindrical vessels, TEese designs are significantly influenced by the mode
of vessel failure and, for each K ., the corresponding value of K. and K
(both of which vary with filament operating stresss level), A conservative
estimate of K. for buckling sensitive hoop GFR Inconel cylinders can be
obtained from the non-buckling sensitive design curves, Figures 28, 29,
and 30. The maximum value of Kb for each st may be calculated from

the expression

(K.) = 4(Kp/K1)Ftu

b'max (27)
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Once K, has been established, vessel burst pressure for
all configurations and operating conditions may be calculated from the
relation

= K

PooT ™ %pPo, T

6. Vessel Performance and Weight

Performance factors (K ) for all configurations of GFR
Inconel vessels are presented in Figures 3?,/ 33, and 34 for operating
temperatures of 297°K (+75°F), 77 K (-320°F), and 20°K (-423°F),
respectively. Bands of performance are shown for both types of GFR cylindrical
vessels, since the performance of these vessels depends on the vessel
length to diameter ratio (L/D). Lower bounds of cylinder performance are
based on /D = 1,0 for completely GFR cylinders and L/D = 2.0 for hoop
GFR cylinders.

Dry weights of vessels with specific volume and opecrating
pressure requirements may be established from the curves by the relation

W = Po. T V/KW (21)

Values of performance and weight obtained from the curves for buckling
sensitive GFR cylinder designs are not exact, but do provide a very good
first approximation.

., GFR 301 STAINLESS STEEL VESSELS

Unlike either the Inconel or aluminum metals, 301 stainless steel
must be stretched at 77°K (-320°F) to a stress level of approximately
930 NM/mZ (135 ksi) before overwrapping in order to gain the structural
properties listed in Table I. A complete discussion of the cryoforming
technique, resultant material properties, and test results from GFR 301
stainless steel spheres is contained in Reference 7. Following the initial
cryostretch, overwrapping, and cure cycle, the GFR 301 stainless steel
vessel is sized, similar to GFR aluminum and Inconel vessels, except that
the sizing is conducted at liquid nitrogen temperature.

1. Sizing/Operating Details

Figure 35 presents vessel sizing to operating pressure
ratio '(Kp) as a function of st and operating temperature for all
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configurations of GFR stainless steel pressure vessels. The required 77°K
(-320°F)sizing pressure for each desired operating condition may be
determined from the expression
= K 13
Py =K P 1 (13)
Since metal shell sizing stresses for hoop GFR stainless steel cylinders
are strongly influenced by buckling sensitivity, the stress relations for

hoop GFR and completely GFR stainless steel vessels are discussed under
separate sections in the following paragraphs.

a. Completely GFR Vessels

Metal shell offset yield stresses induced by the
sizing pressure at ambient and cryogenic temperature are shown in Figure
36 as a function of K . for spherical vessels. The invariant operating
stress in the stainless steel metal shell of the spherical vessel may be
calculated, as a functi:n of operating temperature, from the expression

= ! 14
q.o,T stF ty, T (14)

Figure 37 presents metal shell offset yield stresses
at each operating temperature for oblate spheroids and completely GFR
cylinders as a function of K .. Equatitn 14 may be used to calculate the
maximum stress in the staixslfiess steel metal shell at the operating
condition. The maximum operating stress at all operating temperatures
is in the hoop direction located at the equator of the head for both
configurations. At all other locations/directions on these two shapes metal
shells operating stresses are less than the maximum values calculated

from equation 14.
b. Hoop GFR Cylinders

Yield stresses in the longitudinal direction of the
hoop GFR stainless steel cylinder and bidirectionally in the hemispherical
heads are not altered by the sizing cycle; metal shell stresses at unre-
inforced locations/directions remain elastic during vessel sizing and
operation. Conversely, the yield stress in the hoop direction of the
stainless steel metal shell is increased Uy the sizing cycle; the magnitude
of the hoop directed offset yield stress is influenced by K q and by the
sensitivity of the specific design to buckling. °
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The curve of Figure 38 defines the boundary between
non-buckling and buckling sensitive designs in terms of critical sizing
pressure (p ), and the K _ range of interest. For designs with
P >pP (%e%rFigure 38), %ﬁe metal shell offset yield stresses in the hoop
directidn of the cylinder at ambient and cryogenic temperatures are defined
by the curve of Figure 39, Designs in this sizing pressure range are not
sensitive to buckling and for all K < 0.932 the filament operating stress at
77°K (-320°F) is 1450 MN/m? (218%si), and the ambient filament prestress
is 164 MN/rn2 (23.8 ksi); for K | > 0.932 optimum differential strain
requirements forced filament ogerating stresses at 77°K (=320°F) to be
decreased and/or ambient filament prestresses to be increased.

For designs in the buckling sensitive pressure
range, p_<p , the differential strain from the ambient winding
condition to thé c<::Ii'yogenic operating condition must be further decreased
by an amount which depends on the induced compressive stress in the
metal at ambient temperature. This complicated interrelation between
design parameter at each K | coupled with time and funding limits on the
study phase of the program %recluded further investigation of buckling
sensitive hoop GFR -stainless steel cylinder designs.

The invariant operating stress in the metal shell
of non~buckling sensitive hoop GFR cylindrical vessels at both cryogenic
operating temperatures may be calculated from the expression

= 15
G—o, T stFty, T (15a)

As noted in the above equation, the offset yield stress (F' T) has been
replaced by the yield stress corresponding to unreinforcegyé.reas (F ).

Maximum operating stress in the metal shell at ambient temperaturey’
occurs in the unreinforced locations/directions and may also be calculated
from equation 15a; the operating stress level in the hoop direction is less
than the calculated maximas.

2. Metal Shell Thickness

Figure 40 presents the product (K ) of sizing pressure
(p ) and stainless steel metal shell diameter to thickness ratio (D/t,) as a
fufiction of K__ for all vessel configurations not sensitive to constrictive
wrap bucklingscriteria. Pre-.iously established values of sizing pressure
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and vessel diameter permit the metal shell thickness to be calculated from
the expression

t, =p, D /K (16)

Completely overwrapped spheres and oblate spheroids are
not constrictive wrap buckling stress sensitive in the study operating pressure
range, GFR stainless cteel shells with these shapes are designed so that com-
pressive stresses at zero pressure after sizing do not exceed the compression
allowables at the operating temperatures. The transition metal shell diameter
to thickness ratio, where constrictive wrap buckling strength controls the
design, is 4240 for spheres and 3396 for oblate spheroids; both of these ratios
corresjond to operating pressures less than 690 N/cm"™ (1000 psi).

a. Completely GFR Cylindrical Vessels

Computer output used to establish the curve for
completely overwrapped cylindrical vessels (Figure 40) indicated that for
sizing pressures greater than

=C_ +
P 7C

s, Cr

K 8
8 sd (28)

stainless steel shell designs are based on the ambient compressive allowable.
The coefficients in cquation (28) are: C_ = 1895 N/cm? (2748 psi) and

C8 = 726 N/cm? (1053 psi). In the sizing pressure range, p_ < )
designs are sensitive to the constrictive wrap buckling strength of fhe Stainless
steel shell; the corresponding transition diameter to thickness ratio is 262.
The program time/funding factor discussed in Section IV-D-1-b also precluded
further investigation of the buckling sensitive completely GFR stainlcss

steel cylindrical vessels, and these designs have not been included in this
guide.

b. Hoop GFR Cylindrical Vessels

Hoop wrapped stainless steel cylinder designs exhibit
metal shell compressive stresses at zero pressure after sizing which are a
function of K = and always less than the compressive allowables. The shells
become constrictive wrap buckling sensitive at ratios of D/t. which depend
on the mangitude of the induced compressive stress., Since t}‘xe induced comp-
ressive stress is controlled by the sizing cycle, the critical sizing pressure
curve (Figure 38) may be used as a buckling sensitivity indicator.
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3. Longitudinal Composite Thickness

Values of longitudinal filament thickness to metal shell
thickness ratio (K ) for GFR stainless steel spheres are presented in
Figure 41 as a function of K .. The corresponding uniform composite
thickness is given by the exgression

=2
t Ketl/pvg (17)

Figure 42 presents K for GFR oblate spheroids and
compressive allowable designs of comp(ietely overwrapped cylindrical
vessels. The longitudinal composite thickness at the equator of the oblate
spheroid and in the cylindrical section of the completely GFR cylindrical
vessel is given by the expression

2
tc = Ketl/(pvgcos o O) (18)
where,
=0,.673
Poe 6
Db/D = 0.2
tano<o = (Db/D) / (L/D)

4. Hoop Composite Thickness

Figure 43 presents hoop filament thickness to metal shell
thickness ratios (K ) as a function of K _ for both types of GFR cylindrical
vessels. For hoop GFR cylindrical vesSsels, a discontinuity occurs in the
curve at a value of K | = 0.955. The change in slope of the curve at this
point is a direct resuﬁ:1 of the decrease in filament operating stress
discussed in Section IV=-D-1-b,

Hoop composite thickness for both types of cylindrical
vessels may be calculated from the expression

thc - Khtl /pvg (19)

independent of the L/D ratio.
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5. Vessel Burst Pressure

Analysis of stress/strain output from the computer
indicated the primary mode of failure for completely GFR stainless steel
vessels is fracture of the longitudinal filaments. Burst to operating pressure
ratios (K,), based on this failure mode, for completely GFR stainless steel
vessels not sensitive to buckling are presented in Figures 44, 45, and 46 for
operating temperatures of 297°K (+75°F), 77°K (-320°F), and 20°K (-423°F),
respectively.

Figure 47 presents burst to operating pressure ratios for
compressive yield designs of ambient and cryogenic operated hoop GFR
cylindrical vessels. Modes of failure are also defined in the figure for each
operating temperature.

The curves may be used to establish vessel burst pressure
for all configurations and operating conditions from the expression

= 0
Py, T = ByPo, T (20)

6. Vessel Performance and Weight

Performance factors (K ) for ambient operated GFR
stainless steel vessels arc presented in Fig{lre 48 for each configuration
as a function of K . Similar plots for the 77°K (-320°F) and 20°K (-423°F)
operating tempera?t%res are presented in Figures 49 and 50, respectively.

Bands of performance, are shown for both types of GFR
cylindrical vessels, since the performance of these vessels depends on the
vessel length to diameter ratio (L/D). Lower bounds of cylinder performance
are based on L./D = 1,0 for completely GFR cylinders and L/D = 2.0 for
hoop GFR cylinder ; both lower bound values were established from practical
considerations,

Weights of vessels (excluding bosses, attachments, and
fluids) with specific volume and operating requirements may be established

from the curves by the expression

W = Py, TV/KW (21)
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E. SAMPLE DESIGNS
The design equations and curves presented in this report are
used here to illustrate the procedure for preliminary design of GFR metal

tanks.

Design No. 1 (Buckling Sensitive)

In addition to the basic study design criteria, the following hypo-
thetical design requirements are assumed:

Operating pressure at 297°K 965 N/cmz (1400 psi)
(+75°F)

. _ 3 3
Required volume 2.83 m (100 ft7)
Available tank space 1.22m (4.0 ft) x1.22 m

(4.0 ft) x 6.10 m (20,0 ft)

Metal shell material Inconel X-750
Metal shell maximum operating 0.80

stress to sizing stress
ratio (hypothetically
derived from fracture
mz=chanics data)

Volume and envelope dimensions indicate the configuration should
be cylindrical (it could be stacked spheres) and efficiency considerations
lead to a completely GFR pattern. For a volume of 2.83 m3 (100 £t3),
Equation 12 is used to arrive at a diameter, D = 0.91 m (3 ft), and an
overall vessel length, L = 4,55 M (15 ft) (L/D = 5), which meet the envelope
requirements,

With the above information, the equations and curves of
Section IV-C are used to establish the vessel design parameters. The table
below summarizes resulting data and references the governing equation
or figure.
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Sizing pressure
Mectal shell sizing stress

Metal shell maximum
operating stress

Buckling sensitivity sizing
pressure

Minimum allowable sizing
pressurc

Mctal shell thickness

Longitudinal composite
thickness

Hoop composite
thickness

Ambient burst pressurce

Performance factor

Vessel weight

Parameter SI Units
st 0. 80
K 1.250
P
2
P 1210 N/cm
S
2
< = ! 890 MN/m
(T 712 MN/m?®
0, max A
2
1270 N/cm
s, Cr
2
) . 1080 N/cm
s, min

Kl - not applicable; p <p
buckling sensitive

317.5
0.287 cm
0,0475

0,020 cm

0. 694

0.296 cm

1.360

2
1310 N/cm

67 J/g

407 kg

“w3h -

2

US Units Data Source
0. 80 Given
1.250 Figure 18
1750 psi Equation 13
129.1ks1 Figurce 20
103, 3 ksi Equation 14
1840 psi Equation 22
1560 psi Equation 23

317.5
0.113 inch
0.0475

0,008 inch

0. 694

0.117 inch

1. 360
1900 psi

0.27 x 106
in-1b/1b

396 lbs

indicates design is
r

Figure 24
direct calculation
Equation 24

Equation 18

Equation 25

Equation 19

Equation 31
Equation 20

Figure 32

Equation 21



Analysis of the above design details for this hypothetical example
indicates the longitudinal composite thickness (t ) is quite small, if not
impractical for this size tank. Thus, a better choice for this application
might have been a hoop GFR cylindrical vessel. Other comments could be
made about the specific details, but this would serve no purpose since the
assumed criteria was chosen to maximize use of general procedures.

Design No. 2 (Not Sensitive to Buckling)

In order to show a typical design path for a non-buckling
sensitive design, the following hypothetical requirements are assumed:

Operating Pressure at 77°K (—320°F) 2070 N/crn2 (3000 psi)

Required Shape Sphere

Maximum Diameter 0.914 m (3 ft)
Metal Shell Material 2219-T62 Aluminum
Metal Shell Maximum Operating 0.70

to Sizing Stress Ratio

Based on the required diameter, Equation 9 is used to arrive at
a volume of 0,40 m?> (14 ft3). With the above information, the equations
and curves of Section IV-B are used to establish the vessel design
parameters summarized in the following table.
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Sizing pressurec
Metal shell sizing stress

Metal shell offset yield
stress at 77°K (-320°F)

Metal shell operating stress
at 77°K (-320°F)

Metal shell thickness

Composite thickness

Burst pressure at 7T7°K
(-320°F)

Performance factor at
77°K (-320°F)

Vessel weight

Value

Parameter SI Units
K 0.70
sd
K 1.188
P
2
P 2460 N/cm
. 2
(TS ty, A 367 MN/m
2
F! N
ty, N 446 MN/m
2
a 312 MN/m
o, N
Kl 3.1 x 105 N/cm2
t1 0.724 cm
K 0,275
e
t 0.592
c
K 2.05
b
P 4240 N/crn2
b, N
K 98 J/¢g
w
w 84.4 kg

US Units

0.70
1.188
3560 psi
53.2 ksi

64. 7 ksi
45,3 ksi

4.5 x 105psi
0,285 inch
0.275

0.233

2.05

6150 psi

0.39 x 10(J

in-1bf/lbm

186 1bm

Data Source

Given
Figure 4
Equation 13
Figure 5

Figure 5

Equation 14

Figure 8
Equation 16
Figure 9
Equation 17
Figure 12

Equation 20

Figure 16

Equation 21

The above design (although hypothetical) is probably very realistic
for the K . sclected; the burst pressure of the unit is approximately twice the cryogenic
S

operating pressurec.
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V. SAFELIFE VERSUS BURST FACTOR OF SAFETY DESIGNS

As noted earlier, vessel criteria for this Guide are based on safe-
life design. Complementing fracture data generated under other tasks of the
program permit selection of appropriate K values for vessel service
cycle requirements. Vessel designs develo%ed for values of K down to
0.70 generally had burst factors of safety less than 2.0, sd

Subsequent to preparation of most material in this Guide, Space
Shuttle requirements in Reference 1 specified that pressure vessels other
than major propellant tanks should have a burst factor of > 2.0, Designing
for a minimum burst factor of safety > 2.0, as well as safelife, introduces
a new criterion which increases thicknesses, and increases reliability of
the vessels., This is an important and quite significant situation, working in
favor of GFR metal vessel applications to the Space Shuttle as follows:

(a) The required burst factor of safety ofz 2.0 results in an
noverdesigned' GFR metal tank compared to current best
estimates of the required metal shell operating stress
ratio, st, for safelife design.

(b) Conventional metal tanks also have a factor of safety of
> 2.0 so that the inherent weight saving of GFR metal tanks
is not biased by any lower factor of safety for the metal tank,

(c) The required GFR metal tank ""overdesign' for burst pressure
results in a reduction in the metal and/or filament overwrap
stresses from their maximum safe operating values at the
vessel operating pressure.

(d) Since the lightest vessel is the one with the least metal, weight
minimization dictates making the liner as thin as possible
consistent with GFR metal tank criteria. If this is done in
conjunction with a 2.0 burst factor of safety, composite tank
weight saving compared with homogeneous metal tanks will
increase over the performance factors presented in this Guide.
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VI CONCLUDING REMARKS

A. The information contained in this design guide permits rapid
preliminary sizing of GFR metal tanks, including the determination of
values for proof pressure, metal shell and composite overwrap thicknesses,
vessel diameter and length, and weight for given values of (1) internal
volume, (2) operating pressure, (3) operating temperature, and (4) typical
Space Shuttle service cycle requirements.

B. During the conduct of the study the three singular values of
metal shell operating to sizing stress ratio (K ), dictated by study criteria,
were increased to cover the entire range of K °“between 0,70 and 1.00.

This generalization provides GFR tank design capablhty for any K _ value,
within this range, which may come from fracture mechanics conmd%ratlon.

C. Pressure vessel operating performance factors are high
compared with homogeneous metal tanks. Generally, the GFR stainless
steel vessels exhibit the highest performance followed by GFR aluminum
and GFR Inconel vessels. At ambient operating temperature the GFR sphere
is (1) 20 to 25% more efficient than a long completely overwrapped cylinder,
(2) 25 to 30% more efficient than a GFR oblate spheroid, and (3) 30 to 40%
more efficient than a long hoop GFR cylindrical vessel. At cryogenic
operating temperatures, a smaller efficiency spread between configurations
exists.

D, Although performance is a major consideration, selection of
the metal material should be based on analysis of fracture data and suitability
of the metal shell for the service temperature range and contained fluid.

E., The operating pressure range considered in this design guide
was 690 to 2760 N/cm2 (1000 to 4000 psi), and care should be exercised
in using the guide to establish designs outside this pressure range. Many
of the des1%n variables appear to be constant at operating pressures above
2760 N/cm*® (4000 psi), but in many cases ''thick wall' effects lead to
non-conservative estimates.
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FIGURE 4: SIZING PRESSURE REQUIREMENTS FOR AMBIENT

AND CRYOGENIC OPERATED GFR 2219-T62 ALUMINUM
PRESSURE VESSELS
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FIGURE 5: METAL SHELL OFFSET YIELD STRENGTH AT
AMBIENT AND CRYOGENIC TEMPERATURE FOR SIZED
GFR 2219-T62 ALUMINUM SPHERES
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FIGURE 6: METAL SHELL OFFSET YIELD STRENGTH
AT AMBIENT AND CRYOGENIC TEMPERATURE FOR
SIZED COMPLETELY GFR 2219-T62 ALUMINUM OBLATE
SPHEROIDS AND CYLINDRICAL VESSELS
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FIGURE 72 METAL SHELL OFFSET YIELD STRENGTH

AT AMBIENT AND CROYGENIC TEMPERATURE FOR
SIZED HOOP GFR 2219-T62 ALUMINUM CYLINDERS
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FIGURE 8: METAL SHELL THICKNESS PARAMETER
FOR GFR 2219-T62 ALUMINUM PRESSURE VESSELS

- 5] -



.030
//
0020 - //
e /
. 010
8 .9 1.0
st
SPHERES
. 400
/
. 300 —
K /
e
$200 .8 9 1.0
st
OBLATES
. 200
.100
K
e
.000
. 8 .9 1.0
st
FIGURE 9: LONGITUDINAL FILAMENT THICKNESS PARAMETER FOR
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FIGURE 11: AMBIENT BURST PRESSURE FACTORS FOR
COMPLETELY GFR 2219-T62 ALUMINUM PRESSURE VESSELS
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FIGURE 12: BURST PRESSURE FACTORS AT 77°K (-320°F) FOR
COMPLETELY GFR 2219-T62 ALUMINUM PRESSURE VESSELS
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FIGURE 13: BURST PRESSURE FACTORS AT 20°K (-423°F) FOR
COMPLETELY GFR 2219-T62 ALUMINUM PRESSURE VESSELS
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FIGURE 14: AMBIENT AND CRYOGENIC BURST PRESSURE FACTORS

FOR HOOP GFR 2219-T62 ALUMINUM PRESSURE VESSELS
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FIGURE 16: PERFORMANCE FACTORS FOR GFR 2219-T62
ALUMINUM VESSELS OPERATED AT 77°K (-320°F)
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FIGURE 17: PERFORMANCE FACTORS FOR GFR 2219-T62
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FIGURE 18:
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SIZING PRESSURE REQUIREMENTS FOR AMBIENT
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FIGURE 19: METAL SHELL OFFSET YIELD STRENGTH AT
AMBIENT AND CRYOGENIC TEMPERATURE FOR SIZED GFR
INCONEL X-750 SPHERES
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FIGURE 20: METAL SHELL OFFSET YIELD STRENGTH AT
AMBIENT AND CRYOGENIC TEMPERATURE FOR SIZED
COMPLETELY GFR INCONEL X-750 OBLATE SPHEROQOIDS AND
CYLINDRICAL VESSELS
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FIGURE 22A: METAL SHELL OFFSET YIELD STRENGTH
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- 65 -



UNREINFORCED METAL

F =977 I\/IN/m2 (141. 7 ksi)
tyN

1020 T 148.0

Designs not seasitive to
buckling.

=

147.0

1010

/

B Buckling
Sensitive

/ Region/ 146. 0

145.0

1000

b
t\oa

I MII
\ g

\ ©

Z

z

A\
t'yN(ks1)

' 2
Fty N ( MN/m* )

= ~/_./ / 144, 0

143.0

9801 /
K = {a / F ]
sd o ty N

FIGURE 22B: METAL SHELL OFFSET YIELD STRENGTH
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FIGURE 26: LONGITUDINAL FILAMENT THICKNESS
PARAMETER FOR COMPLETELY GFR INCONEL X-750
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Notes:

1. Curves wvalid for all P2 P, .

_{Z.} Completely overwrapped cylindrical vessels.

AHoop wrapped cylinders.

FIGURE 27: HOOP FILAMENT THICKNESS PARAMETER
FOR GFR INCONEL X-750 CYLINDRICAL VESSELS
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FIGURE 29: BURST PRESSURE FACTORS AT 77°K (-320°F)
FOR GFR INCONEL X-750 PRESSURE VESSELS
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FIGURE 30: BURST PRESSURE FACTORS AT 20°K (-423°F)
FOR GFR INCONEL X-750 PRESSURE VESSELS
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FIGURE 32: PERFORMANCE FACTORS FOR AMBIENT
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VESSELS
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FIGURE 36: METAL SHELL OFFSET YIELD STRENG TH AT
AMBIENT AND CRYOGENIC TEMPERATURE FOR SIZED GFR
301 STAINLESS STEEL SPHERES
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FIGURE 37: METAL SHELL OFFSET YIELD STRENGTH

AT AMBIENT AND CRYOGENIC TEMPERATURE FOR SIZED

COMPLETELY GFR 301 STAINLESS STEEL OBLATE SPHEROIDS
AND CYLINDRICAL VESSELS
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FIGURE 39: METAL SHELL OFFSET YIELD STRENGTH AT
AMBIENT AND CRYOGENIC TEMPERATURE FOR SIZED HOOP
GFR 301 STAINLESS STEEL CYLINDERS
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FIGURE 41: LONGITUDINAL FILAMENT THICKNESS PARAMETER
FOR COMPLETELY GFR 301 STAINLESS STEEL SPHERES
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FIGURE 42: LONGITUDINAL FILAMENT THICKNESS PARAMETER
FOR COMPLETELY GFR 301 STAINLESS STEEL OBLATE SPHEROIDS
AND CYLINDRICAL VESSELS
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FIGURE 43: HOOP FILAMENT THICKNESS
PARAMETER FOR GFR 301 STAINLESS STEEL

CYLINDRICAL VESSELS
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FIGURE 44: AMBIENT BURST PRESSURE FACTORS
FOR COMPLETELY GFR 301 STAINLESS STEEL
PRESSURE VESSELS
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FIGURE 45: BURST PRESSURE FACTORS AT 77°K (-320°F)
FOR COMPLETELY GFR 301 STAINLESS STEEL PRESSURE
VESSELS
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FIGURE 46: BURST PRESSURE FACTORS AT
20°K (-423°F) FOR COMPLETELY GFR 301 STAINLESS
STEEL PRESSURE VESSELS
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FIGURE 47: AMBIENT AND CRYOGENIC BURST PRESSURE
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VESSELS
- 92 -



150 - .6 X 10

— SPHERES -1

e

125 / .5

OBLATES

1oob \///

. w
(J/g)

75

st
% Completely Overwrapped Cylinders (L/D= ).
Completely Overwrapped Cylinders (L/D= 1).
(3N Hoop Wrapped Cylinders (L/D= ).
/4. Hoop Wrapped Cylinders (L/D = 2).

FIGURE 48: PERFORMANCE FACTORS FOR AMBIENT
OPERATED GFR 301 STAINLESS STEEL PRESSURE VESSELS
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PERFORMANCE FACTORS FOR GFR 301
STAINLESS STEEL VESSELS OPERATED AT 77°K (-320°F)
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